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ISG/PEC 17025 Certified Third Party Tegt Report

DATE: June 6, 2012 FILE: ROYSON.A053112C
PO #: 14395

CLIENT: Roysons ATTN: Mark Rain
40 Vanderhoof Avenue
Rockaway, NJ 07866

SAMPLE IDENTIFIED BY CLTIENT AS:

Vinvl Sample Submitted
Ref: Terralon Clear
Color Charcoal

TEST PROCEDURE: TEST RESULTS:

WATER VAPOR TRANSMISSION
(ASTM E96), PROCEDURE B,
WATER METHOD, 70°F 50%Rh:
AIR GAP 3/4":
o PERMEANCE: ¥5 .75 perms
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